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RECORD OF WELDER QUALIFICATION. TEST

Welder's Name

Address

Test Number

Larrie Ray Thomas
2821 Dogwood

. .Las Vegas, Nevada (N.)

W-132

Sponsor's Name

Address

Metal Thickness

Las Vegas Machine
2700 South Highland Drive

....Las Vegas,. Nevada ._..

LH 70
£-7018

Thomas R. Grill Date of Test

REDUCED SECTION TENSILE TEST

Specimen
Number Width Th. Ara.

Ultimate
Total Load Lb,.

UIt\mAle
Unit Stren 'P.S.I.

GUIDED BEND reST

Root Bend

No. 2 G Horizontal
3 G Vertical
4 G Overhead

Results

Passed
Passed
Passed

Face Bend

No. 2 G Horizontal
3 G Vertical
4 G Overhead

Results

Passed
Passed
Passed

Remarks:

Larrie Ray Thomas is qualified to weld mild steel upto 3/411 in all positions.

We certify that the statements made in this record are correct and that the test welds were prepared, welded, and
tested in accordance with the requirements of Section 9 of the A.S.M.E. Code.
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